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Sorption Behaviour
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DVS Instrument
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Typical run
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Sorption kinetics
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PEK Model

MC = MC0 + MC1(1 ïe-t/t1)+ MC2(1 ïe-t/t2)
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Hysteresis
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ACTIVATION ENERGY
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